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Eurofins Product Testing Service (Shanghai) Co., Ltd 
Building 18, No.2168 Chenhang Highway, Minhang District,   
Shanghai, China  

Samples are obtained by express delivery, Results obtained refer only to samples, products or material received in Laboratory, as described in point related to 
sample description, and tested in conditions shown in present report. Eurofins Product Testing Service (Shanghai) Co., Ltd ensures that this job has been performed 
according to our Quality System and complying contract and legal conditions. If you happen to have any comments, please do it by sending email to 
info.sh@eurofins.com and referring to this report number. Reproduction of this document is only valid if it is done completely and under the written permission of 
Eurofins Product Testing Service (Shanghai) Co., Ltd. If you happen to have any complaints, please do it by sending email to chinacomplaint@eurofins.com and 
referring to this report number. 

 

TEST REPORT 
   
APPLICANT : SHANGHAI GUOYUN INDUSTRIAL CO., LTD. 

ADDRESS : RM103, 480 HONGXU ROAD, MINHANG DIS. SHANGHAI 

SAMPLE DESCRIPTION : Plastello and teddy crayons 

ITEM NO. : 42879/ 42711/ 42880/42881/42671/42956/42958 

COUNTRY OF ORIGIN : China 

SAMPLE RECEIVED DATE : 30-Mar-2022 

TURN AROUND TIME : 30-Mar-2022 to 15-Apr-2022 

REVISED DATE : 23-May-2022 

The following test item(s) was/were performed on submitted sample(s) and/or component(s) confirmed by applicant 

 
TEST REQUESTED TEST METHOD/REGULATION RESULT 

Benzene Content REACH Annex XVII, Entry 5 Pass 
Migration of Certain Elements EN71 Part 3:2019+A1:2021 Pass 

 
Note : This report cancels and supersedes report number EFSH22031822-CG-01+Rev 1 issued on May 17th, 2022. 
Modification description: as per client’s request, revise sample description and item No. in the revised report. 
 
************ FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ************* 
 
Signed for and on behalf of  
Eurofins Product Testing Service (Shanghai) Co., Ltd 
 

 
____________________ $Joyce$  
Joyce Liu 
Lab Manager 
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Eurofins Product Testing Service (Shanghai) Co., Ltd 
Building 18, No.2168 Chenhang Highway, Minhang District,  
Shanghai, China  

SAMPLE PHOTO(S) 
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***TO BE CONTINUED*** 
 
Eurofins Product Testing Service (Shanghai) Co., Ltd 
Building 18, No.2168 Chenhang Highway, Minhang District,  
Shanghai, China  

REFERENCES SAMPLE PHOTO 
 

 
 

The reference samples have not been tested in current report, but according to customer´s request, the picture has 
also been included. For sample tested in current report, please refer to “sample photo”.  
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***TO BE CONTINUED*** 
 
Eurofins Product Testing Service (Shanghai) Co., Ltd 
Building 18, No.2168 Chenhang Highway, Minhang District,  
Shanghai, China  

COMPONENT LIST 
 

Component No. Component  Sample No. 

1 Red crayon A,B 
2 Black crayon A,B 
3 Orange crayon A,B 
4 Yellow crayon A,B 
5 Green crayon A,B 
6 Dark blue crayon A,B 
7 Transparent plastic box A 
8 Black crayon C 
9 Brown crayon C 
10 Red brown crayon C 
11 Golden crayon C 
12 Rose crayon C 
13 Bright pink crayon C 
14 Dark rose crayon C 
15 Dark red brown crayon C 
16 Red crayon C 
17 Dark orange crayon C 
18 Orange crayon C 
19 Light orange crayon C 
20 Warm orange crayon C 
21 Bright orange crayon C 
22 Light golden crayon C 
23 Dark yellow crayon C 
24 Yellow crayon C 
25 Fluorescent green crayon C 
26 Grass green crayon C 
27 Dark green crayon C 
28 Green crayon C 
29 Atrovirens crayon C 
30 Light blue crayon C 
31 Blue crayon C 
32 Dark blue crayon C 
33 Royal crayon C 
34 Dark royal crayon C 
35 Purple crayon C 
36 Dark purple crayon C 
37 Grey crayon C 
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TEST RESULT 

***TO BE CONTINUED*** 
 
Eurofins Product Testing Service (Shanghai) Co., Ltd 
Building 18, No.2168 Chenhang Highway, Minhang District,  
Shanghai, China  

Benzene Content 
 
Test Request: Benzene content as specified in entry 5 of annex XVII of REACH Regulation (EC) No 

1907/2006 and its amendment Regulation (EU) 2015/1494. 
  

Test Method: EPA 3550C:2007, EPA 8270E:2018, solvent extraction and quantification by GC-MS. 
 

 

 
Remarks: 

As per client's request, only the appointed materials have been tested. 

mg/kg = milligram per kilogram 

MDL = method detection limit 

ND = Not detected, less than MDL 

# Indicate retest result. 
 
 
  

Test Item(s) CAS No. Unit Limit MDL 
Result 

1# 2# 3 4 
Benzene 71-43-2 mg/kg 5 5 ND ND ND ND 

Test Item(s) CAS No. Unit Limit MDL 
Result 

5 6 7 
Benzene 71-43-2 mg/kg 5 5 ND ND ND 
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TEST RESULT 

***TO BE CONTINUED*** 
 
Eurofins Product Testing Service (Shanghai) Co., Ltd 
Building 18, No.2168 Chenhang Highway, Minhang District,  
Shanghai, China  

Migration of Certain Elements 
 
Test Request: Migration of certain elements as specified in European Standard on Safety of Toys EN71 

Part 3:2019+A1:2021. 
  

Test Method: General elements, with reference to EN 71 Part 3:2019+A1:2021, analysis was performed 
by ICP-MS; 
Extractable Chromium (VI), with reference to EN 71 Part 3:2019+A1:2021, analysis was 
performed by IC-ICP-MS/IC-UV/Vis; 
Extractable organic tin, with reference to EN 71 Part 3:2019+A1:2021, analysis was 
performed by GC-MS. 

 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Test Item(s): 
Unit 

Result 

8 9 10 11 12 13 14 15 
Category Type I I I I I I I I 
Extractable Lead (Pb) mg/kg ND ND ND ND ND ND ND ND 
Extractable Antimony (Sb) mg/kg ND ND ND ND ND ND ND ND 
Extractable Arsenic (As) mg/kg ND ND ND ND ND ND ND ND 
Extractable Barium (Ba) mg/kg ND ND ND ND ND ND ND ND 
Extractable Cadmium (Cd) mg/kg ND ND ND ND ND ND ND ND 
Extractable Mercury (Hg) mg/kg ND ND ND ND ND ND ND ND 
Extractable Selenium (Se) mg/kg ND ND ND ND ND ND ND ND 
Extractable Boron (B) mg/kg ND ND ND ND ND ND ND ND 
Extractable Cobalt (Co) mg/kg ND ND ND ND ND ND ND ND 
Extractable Manganese (Mn) mg/kg ND ND ND ND ND ND ND ND 
Extractable Strontium (Sr) mg/kg ND ND ND ND ND ND ND ND 
Extractable Zinc (Zn) mg/kg ND ND ND ND ND ND ND ND 
Extractable Copper (Cu) mg/kg ND ND ND ND ND ND ND ND 
Extractable Aluminum (Al) mg/kg ND ND ND ND ND ND ND ND 
Extractable Nickel (Ni) mg/kg ND ND ND ND ND ND ND ND 
Extractable Tin (Sn) mg/kg ND ND ND ND ND ND ND ND 
Extractable Chromium#2 mg/kg ND ND ND ND ND ND ND ND 
Extractable Organic Tin#1 mg/kg ND ND ND ND ND ND ND ND 
Extractable Chromium (III) (Cr III) #3 mg/kg - - - - - - - - 
Extractable Chromium (VI) (Cr VI) mg/kg - - - - - - - - 
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TEST RESULT 

***TO BE CONTINUED*** 
 
Eurofins Product Testing Service (Shanghai) Co., Ltd 
Building 18, No.2168 Chenhang Highway, Minhang District,  
Shanghai, China  

 

 
 
 
 
 

Test Item(s): 
Unit 

Result 

16 17 18 19 20 21 22 23 
Category Type I I I I I I I I 
Extractable Lead (Pb) mg/kg ND ND 1 ND ND ND ND ND 
Extractable Antimony (Sb) mg/kg ND ND ND ND ND ND ND ND 
Extractable Arsenic (As) mg/kg ND ND ND ND ND ND ND ND 
Extractable Barium (Ba) mg/kg 59 ND ND ND ND ND ND ND 
Extractable Cadmium (Cd) mg/kg ND ND ND ND ND ND ND ND 
Extractable Mercury (Hg) mg/kg ND ND ND ND ND ND ND ND 
Extractable Selenium (Se) mg/kg ND ND ND ND ND ND ND ND 
Extractable Boron (B) mg/kg ND ND ND ND ND ND ND ND 
Extractable Cobalt (Co) mg/kg ND ND ND ND ND ND ND ND 
Extractable Manganese (Mn) mg/kg ND ND ND ND ND ND ND ND 
Extractable Strontium (Sr) mg/kg ND ND ND ND ND ND ND ND 
Extractable Zinc (Zn) mg/kg ND ND ND ND ND ND ND ND 
Extractable Copper (Cu) mg/kg ND ND ND ND ND ND ND ND 
Extractable Aluminum (Al) mg/kg ND ND ND ND ND ND ND ND 
Extractable Nickel (Ni) mg/kg ND ND ND ND ND ND ND ND 
Extractable Tin (Sn) mg/kg ND ND ND ND ND ND ND ND 
Extractable Chromium#2 mg/kg ND ND ND ND ND ND ND ND 
Extractable Organic Tin#1 mg/kg ND ND ND ND ND ND ND ND 
Extractable Chromium (III) (Cr III) #3 mg/kg - - - - - - - - 
Extractable Chromium (VI) (Cr VI) mg/kg - - - - - - - - 

Test Item(s): 
Unit 

Result 

24 25 26 27 28 29 30 31 
Category Type I I I I I I I I 
Extractable Lead (Pb) mg/kg ND ND ND ND ND ND ND ND 
Extractable Antimony (Sb) mg/kg ND ND ND ND ND ND ND ND 
Extractable Arsenic (As) mg/kg ND ND ND ND ND ND ND ND 
Extractable Barium (Ba) mg/kg ND ND ND ND ND ND ND ND 
Extractable Cadmium (Cd) mg/kg ND ND ND ND ND ND ND ND 
Extractable Mercury (Hg) mg/kg ND ND ND ND ND ND ND ND 
Extractable Selenium (Se) mg/kg ND ND ND ND ND ND ND ND 
Extractable Boron (B) mg/kg ND ND ND ND ND ND ND ND 
Extractable Cobalt (Co) mg/kg ND ND ND ND ND ND ND ND 
Extractable Manganese (Mn) mg/kg ND ND ND ND ND ND ND ND 
Extractable Strontium (Sr) mg/kg ND ND ND ND ND ND ND ND 
Extractable Zinc (Zn) mg/kg ND ND ND ND ND ND ND ND 
Extractable Copper (Cu) mg/kg ND ND ND ND ND ND ND ND 
Extractable Aluminum (Al) mg/kg ND ND ND ND ND ND ND ND 
Extractable Nickel (Ni) mg/kg ND ND ND ND ND ND ND ND 
Extractable Tin (Sn) mg/kg ND ND ND ND ND ND ND ND 
Extractable Chromium#2 mg/kg ND ND ND ND ND ND ND ND 
Extractable Organic Tin#1 mg/kg ND ND ND ND ND ND ND ND 
Extractable Chromium (III) (Cr III) #3 mg/kg - - - - - - - - 
Extractable Chromium (VI) (Cr VI) mg/kg - - - - - - - - 
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TEST RESULT 

***END OF THE REPORT*** 
 
Eurofins Product Testing Service (Shanghai) Co., Ltd 
Building 18, No.2168 Chenhang Highway, Minhang District,  
Shanghai, China  

 

Note: 
#1 - The migration of organic tin is expressed as tributyltin. 

#2 - If the migration of total Chromium is below the maximum limit for Chromium (VI), it can be inferred that the 
material complies with the requirements for both Chromium(III) and Chromium(VI). 
#3 - In particular Chromium (III) is calculated by subtracting the Chromium (VI) concentration from the total  
    chromium concentration. 
 
Remarks: 

As per client's request, only the appointed materials have been tested. 
mg/kg = milligram per kilogram 
MDL = Method Detection Limit 
ND = Not Detected, less than MDL 
 
 

Test Item(s): 
Unit 

Result 

32 33 34 35 36 37 
Category Type I I I I I I 
Extractable Lead (Pb) mg/kg ND ND ND ND ND ND 
Extractable Antimony (Sb) mg/kg ND ND ND ND ND ND 
Extractable Arsenic (As) mg/kg ND ND ND ND ND ND 
Extractable Barium (Ba) mg/kg ND ND ND ND ND ND 
Extractable Cadmium (Cd) mg/kg ND ND ND ND ND ND 
Extractable Mercury (Hg) mg/kg ND ND ND ND ND ND 
Extractable Selenium (Se) mg/kg ND ND ND ND ND ND 
Extractable Boron (B) mg/kg ND ND ND ND ND ND 
Extractable Cobalt (Co) mg/kg ND ND ND ND ND ND 
Extractable Manganese (Mn) mg/kg ND ND ND ND ND ND 
Extractable Strontium (Sr) mg/kg ND ND ND ND ND ND 
Extractable Zinc (Zn) mg/kg ND ND ND ND ND ND 
Extractable Copper (Cu) mg/kg ND ND ND ND ND ND 
Extractable Aluminum (Al) mg/kg ND ND ND ND ND 77 
Extractable Nickel (Ni) mg/kg ND ND ND ND ND ND 
Extractable Tin (Sn) mg/kg ND ND ND ND ND ND 
Extractable Chromium#2 mg/kg ND ND ND ND ND ND 
Extractable Organic Tin#1 mg/kg ND ND ND ND ND ND 
Extractable Chromium (III) (Cr III) #3 mg/kg - - - - - - 
Extractable Chromium (VI) (Cr VI) mg/kg - - - - - - 


