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T C TİCARET BAKANLIĞI ANADOLU YAKASI ÜRÜN DENETMENLERİ GRUP BAŞKANLIĞI 

CEVİZLİ MAHALLESİ MUSTAFA KEMAL CADDESİ SEYİTGAZİ SOK. NO: 66 HUKUKÇULAR TOWERS A BLOK K:13 D: 87 

KARTAL / İSTANBUL 

TEL:  0216 510 47 27 

 To the attention of Ali Saraç  & Metin Ege 

 
The following sample(s) was (were) submitted and identified by/on behalf of the client as: 

Sample No. Sample Description 

A CARİOCA BABY 10 PENCİLS 

 

Client’s reference No. : TR  2323440 

Buyer : Ticaret Bakanlığı 

Order No. : E-11681559-554.01.01-00086167554 
Application No. : A25093937 
Model/Style No. : 42819 
Article No. : 449 
Brand Name : CARIOCA 
Age group applied in testing  : <3Y   
Age group assessed as per age 
guideline 

: <3Y   

Country of Origin  : CHINA  
Country of Destination : ITALY 
Importer  : KARADENİZ KIRTASİYE PAZ. VE TİC.LTD.ŞTİ 
Sample Receiving Date : 09 June  2023 

Test Performing Period : 09 June  2023~16 June  2023 

   

Overall Conclusion : PASS  

Test Results : Please refer to the next page(s). 

Performed Test Summary: Selected test(s) as requested by client against Client’s performance standard. 
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Test Parameters Result 

Chemical tests 

A1 A10 A11 A12 A13 

A13 + 

A14 + 

A15 

Polycyclic Aromatic Hydrocarbons (PAHs) 

Content for REACH 
- - M - - M 

Phthalates 
- - M 

Lack of 

Sample 
- M 

Monomers (Migration) - Bisphenol A M - - M M - 

Flame Retardants 
M - M 

Lack of 

Sample 
- M 

Monomers (Migration) - Phenol M - - M M - 

Migration of Certain Elements - Category I - 

Organic Tin Confirmation 
- - - - - - 

Migration of Certain Elements - Category III- 

Chromium VI Confirmation 
- - - M - - 

Migration of Certain Elements - Category I - 

Chromium VI Confirmation 
- - - - M - 

Migration of Certain Elements - Category III M M M M - - 

Migration of Certain Elements - Category I - - - - M - 

 

Test Parameters Result 

Chemical tests 

A14 A15 A16 

A16 + 

A17 + 

A18 

A17 A18 

Polycyclic Aromatic Hydrocarbons (PAHs) 

Content for REACH 
- - - M - - 

Phthalates - - - M - - 

Monomers (Migration) - Bisphenol A M M M - M M 

Flame Retardants - - - M - - 

Monomers (Migration) - Phenol M M M - M M 

Migration of Certain Elements - Category I - 

Organic Tin Confirmation 
- - M - - - 

Migration of Certain Elements - Category I - 

Chromium VI Confirmation 
M M M - M M 

Migration of Certain Elements - Category III - - - - - - 

Migration of Certain Elements - Category I M M M - M M 
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Test Parameters Result 

Chemical tests 
A19 

A19 + 

A20 
A2 

A2 + A3 

+ A4 
A20 A21 

Polycyclic Aromatic Hydrocarbons (PAHs) 

Content for REACH 
- M - M - - 

Phthalates - M - M - - 

Monomers (Migration) - Bisphenol A M - - - M M 

Flame Retardants - M - M - - 

Monomers (Migration) - Phenol M - - - M M 

Migration of Certain Elements - Category I - 

Chromium VI Confirmation 
M - - - M M 

Migration of Certain Elements - Category III - - M - - - 

Migration of Certain Elements - Category I M - - - M M 

 

Test Parameters Result 

Chemical tests A21 + 

A22 
A22 A23 

A23 + 

A24 
A24 A25 

Polycyclic Aromatic Hydrocarbons (PAHs) 

Content for REACH 
M - - - - - 

Phthalates M - - - - - 

Monomers (Migration) - Bisphenol A - M - - - M 

Flame Retardants M - - M - - 

Monomers (Migration) - Phenol - M - - - M 

Migration of Certain Elements - Category I - 

Chromium VI Confirmation 
- M - - - - 

Migration of Certain Elements - Category III - - M - M - 

Migration of Certain Elements - Category I - M - - - - 

 

Test Parameters Result 

Monomers (Migration) - Bisphenol A M M M M - M 

Flame Retardants - - - - - - 

Monomers (Migration) - Phenol M M M M - M 

Migration of Certain Elements - Category III - - - - * - 

Migration of Certain Elements - Category I - - - - - - 

 

http://www.sgs.com/terms_and_conditions
http://www.sgs.com/terms-and-conditions/terms-e-document


 
      

AB-0690-T 

TR2323440 

06-23 

TEST REPORT     Job No./Report No TR2323440       Date:16 June 2023      Page 4 of 39 

“This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at www.sgs.com/terms_and_conditions and, 
for electronic format documents, subject to Terms and Conditions for Electronic Documents at www.sgs.com/terms-and-conditions/terms-e-document . 
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon 
reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this 
document does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction documents. Unsigned test reports are considered 
invalid.This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or 
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. If it is important for the test result, the environmental conditions are specified 
in the test result table. 
SGS applied shared risk decision rule. 
SGS does not verify authenticity of any Brand/Trademark of products. Buyers must check if the product is genuine with the Brand/Trademark owner directly. 
Turkish Accreditation Agency (TURKAK) is a signatory to the European co-operation for Accreditation (EA) Multilateral Agreement (MLA) and to the International Laboratory 
Accreditation Cooperation (ILAC) Mutual Recognition Arrangement (MRA) for the recognition of test reports. 
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.  Unless further specified in an individual contract the sample(s) retention time is 30 
days.”  
In this Test Report tests marked (1) are included in the TURKAK Accreditation Scope of this Laboratory.  

   

D
o
c
. 
N

o
.:
 C

T
S

L
-F

-.
5
.1

0
-9

8
N

F
 /
 F

ir
s
t 
P

u
b
lis

h
 D

a
te

: 
2
8
.0

8
.2

0
1
4
 /

 R
e

v
is

io
n
 D

a
te

 /
 N

o
.:

0
4
.0

3
.2

0
2
1
 /

 8
 

 

 

Test Parameters Result 

Chemical tests A31 A32 A33 A34 A4 A5 

Monomers (Migration) - Bisphenol A M M M M - - 

Flame Retardants - - - - - - 

Monomers (Migration) - Phenol M M M M - - 

Migration of Certain Elements - Category III - - - - M M 

Migration of Certain Elements - Category I - - - - - - 

 

Test Parameters Result 

Chemical tests A5 + A6 

+ A7 
A6 A7 A8 

A8 + A9 

+ A10 
A9 

Polycyclic Aromatic Hydrocarbons (PAHs) 

Content for REACH 
M - - - M - 

Phthalates M - - - M - 

Flame Retardants M - - - M - 

Migration of Certain Elements - Category III - M M M - M 

 

Test Parameters Result 

Physical tests A 

Safety of Toys - Mechanical and Physical 

Properties 
M 

Safety of Toys - Flammability M 

 
Remarks M = Meets client’s requirement 

 F = Does not meet client’s requirement 

 I  = Inconclusive 

 * = No specified requirement 

Notes: Conclusions on meet/fail are based on the test result from the actual sampling of the received sample(s). 

 The composite sampling method is based on the client’s special request and is a modification from the testing 

standard. 

 Residual sample can be returned to client if requested. 
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The test results relate to the tested items only.  

Test reports without SGS seal and authorised signatures are invalid. 

 

                             Issued in Istanbul 

                             Signed for and on behalf of 

                             SGS Supervise Gözetme Etüd Kontrol Servisleri A.Ş. 

 

SEMRA PEKDEMİR YILMAZ 

Customer Services Supervisor 

Bora Şirinbilek yetkilimüdür 

Hardline C&H Testing Services Manager 
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Component List / List of Materials for Chemical Test 
 

Sample No. Sample Description Material No. Component Material Colour 

A CARİOCA BABY 10 
PENCİLS 

A1 All color pencil 
main 

Wood Beige 

A CARİOCA BABY 10 
PENCİLS 

A2 Coating main on 
pencil  

Coating Green 

A CARİOCA BABY 10 
PENCİLS 

A3 Coating main on 
pencil  

Coating Navy blue 

A CARİOCA BABY 10 
PENCİLS 

A4 Coating main on 
pencil  

Coating Soft blue 

A CARİOCA BABY 10 
PENCİLS 

A5 Coating main on 
pencil  

Coating Soft green 

A CARİOCA BABY 10 
PENCİLS 

A6 Coating main on 
pencil  

Coating Yellow 

A CARİOCA BABY 10 
PENCİLS 

A7 Coating main on 
pencil  

Coating Orange 

A CARİOCA BABY 10 
PENCİLS 

A8 Coating main on 
pencil  

Coating Red 

A CARİOCA BABY 10 
PENCİLS 

A9 Coating main on 
pencil  

Coating Beige 

A CARİOCA BABY 10 
PENCİLS 

A10 Coating main on 
pencil  

Coating Brown 

A CARİOCA BABY 10 
PENCİLS 

A11 Coating main on 
pencil  

Coating Black 

A CARİOCA BABY 10 
PENCİLS 

A12** All pencil 
coating main 

Coating White 

A CARİOCA BABY 10 
PENCİLS 

A13 Dye main edge 
of pencil 

Dye Green 

A CARİOCA BABY 10 
PENCİLS 

A14 Dye main edge 
of pencil 

Dye Navy blue 

A CARİOCA BABY 10 
PENCİLS 

A15 Dye main edge 
of pencil 

Dye Soft blue 

A CARİOCA BABY 10 
PENCİLS 

A16 Dye main edge 
of pencil 

Dye Soft green  

A CARİOCA BABY 10 
PENCİLS 

A17 Dye main edge 
of pencil 

Dye Yellow 

A CARİOCA BABY 10 
PENCİLS 

A18 Dye main edge 
of pencil 

Dye Orange 

A CARİOCA BABY 10 
PENCİLS 

A19 Dye main edge 
of pencil 

Dye Red 
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A CARİOCA BABY 10 
PENCİLS 

A20 Dye main edge 
of pencil 

Dye Beige 

A CARİOCA BABY 10 
PENCİLS 

A21 Dye main edge 
of pencil 

Dye Brown 

A CARİOCA BABY 10 
PENCİLS 

A22 Dye main edge 
of pencil 

Dye Black 

A CARİOCA BABY 10 
PENCİLS 

A23 İnner box main  Paper White 

A CARİOCA BABY 10 
PENCİLS 

A24 Seconder 
printed box 

main 

Paper Multicolor 

A CARİOCA BABY 10 
PENCİLS 

A25 Coated main on 
pencil  

Wood Green 

A CARİOCA BABY 10 
PENCİLS 

A26 Coated main on 
pencil  

Wood Navy blue 

A CARİOCA BABY 10 
PENCİLS 

A27 Coated main on 
pencil  

Wood Soft blue 

A CARİOCA BABY 10 
PENCİLS 

A28 Coated main on 
pencil  

Wood Soft green 

A CARİOCA BABY 10 
PENCİLS 

A29 Coated main on 
pencil  

Wood Yellow 

A CARİOCA BABY 10 
PENCİLS 

A30 Coated main on 
pencil  

Wood Orange 

A CARİOCA BABY 10 
PENCİLS 

A31 Coated main on 
pencil  

Wood Red 

A CARİOCA BABY 10 
PENCİLS 

A32 Coated main on 
pencil  

Wood Beige 

A CARİOCA BABY 10 
PENCİLS 

A33 Coated main on 
pencil  

Wood Brown 

A CARİOCA BABY 10 
PENCİLS 

A34 Coated main on 
pencil  

Wood Black 

 
**As the total mass of A12 is below 0,05 g (actual mass is 0,004 g), PAH analysis is committed for this component. 
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Polycyclic Aromatic Hydrocarbons (PAHs) Content for REACH1 

Test Method: With reference to AfPS GS 2019:01 PAK - Analysis by GC-MS 

   

 CAS-No. A2+A3+A4 A5+A6+A7 A8+A9+A10 

Benz(a)anthracene (BaA) 56-55-3 n.d. n.d. n.d. 

Benzo(a)pyrene (BaP) 50-32-8 n.d. n.d. n.d. 

Benzo(b)fluoranthene (BbF) 205-99-2 n.d. n.d. n.d. 

Benzo(k)fluoranthene (BkF) 207-08-9 n.d. n.d. n.d. 

Benzo[e]pyrene (BeP) 192-97-2 n.d. n.d. n.d. 

Benzo[j]fluoranthene (BjF) 205-82-3 n.d. n.d. n.d. 

Chrysene (CHR) 218-01-9 n.d. n.d. n.d. 

Dibenz[a,h]anthracene (DBA) 53-70-3 n.d. n.d. n.d. 

Conclusion of EU 8 PAHs+ - Pass Pass Pass 

Notes:  

n.d. = not detected 

Reporting Limit = 0,1 mg/kg 

 

Parameter CAS No. 

Permissible Limit 

Consumer 

Product 

Toy or 

Childcare 

Product 

Textile or 

Footwear 

product 

Benz[a]anthracene 56-55-3 1.0 0.5 1.0 

Benzo[b]fluoranthene / 

Benz[e]acephenanthrylene 
205-99-2 1.0 0.5 1.0 

Benzo[a]pyrene 50-32-8 1.0 0.5 1.0 

Benzo[e]pyrene 192-97-2 1.0 0.5 1.0 

Benzo[j]fluoranthene 205-82-3 1.0 0.5 1.0 

Benzo[k]fluoranthene 207-08-9 1.0 0.5 1.0 

Chrysene 218-01-9 1.0 0.5 1.0 

Dibenz[a,h]anthracene 53-70-3 1.0 0.5 1.0 

Remark: The Above Limit Was Quoted According To KKDIK. 
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Polycyclic Aromatic Hydrocarbons (PAHs) Content for REACH1 

Test Method: With reference to AfPS GS 2019:01 PAK - Analysis by GC-MS 

   

 CAS-No. A11 A13+A14+A15 A16+A17+A18 

Benz(a)anthracene (BaA) 56-55-3 n.d. n.d. n.d. 

Benzo(a)pyrene (BaP) 50-32-8 n.d. n.d. n.d. 

Benzo(b)fluoranthene (BbF) 205-99-2 n.d. n.d. n.d. 

Benzo(k)fluoranthene (BkF) 207-08-9 n.d. n.d. n.d. 

Benzo[e]pyrene (BeP) 192-97-2 n.d. n.d. n.d. 

Benzo[j]fluoranthene (BjF) 205-82-3 n.d. n.d. n.d. 

Chrysene (CHR) 218-01-9 n.d. n.d. n.d. 

Dibenz[a,h]anthracene (DBA) 53-70-3 n.d. n.d. n.d. 

Conclusion of EU 8 PAHs+ - Pass Pass Pass 

Notes:  

n.d. = not detected 

Reporting Limit = 0,1 mg/kg 

 

Parameter CAS No. 

Permissible Limit 

Consumer 

Product 

Toy or 

Childcare 

Product 

Textile or 

Footwear 

product 

Benz[a]anthracene 56-55-3 1.0 0.5 1.0 

Benzo[b]fluoranthene / 

Benz[e]acephenanthrylene 
205-99-2 1.0 0.5 1.0 

Benzo[a]pyrene 50-32-8 1.0 0.5 1.0 

Benzo[e]pyrene 192-97-2 1.0 0.5 1.0 

Benzo[j]fluoranthene 205-82-3 1.0 0.5 1.0 

Benzo[k]fluoranthene 207-08-9 1.0 0.5 1.0 

Chrysene 218-01-9 1.0 0.5 1.0 

Dibenz[a,h]anthracene 53-70-3 1.0 0.5 1.0 

Remark: The Above Limit Was Quoted According To KKDIK. 
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Polycyclic Aromatic Hydrocarbons (PAHs) Content for REACH1 

Test Method: With reference to AfPS GS 2019:01 PAK - Analysis by GC-MS 

   

 CAS-No. A19+A20 A21+A22  

Benz(a)anthracene (BaA) 56-55-3 n.d. n.d.  

Benzo(a)pyrene (BaP) 50-32-8 n.d. n.d.  

Benzo(b)fluoranthene (BbF) 205-99-2 n.d. n.d.  

Benzo(k)fluoranthene (BkF) 207-08-9 n.d. n.d.  

Benzo[e]pyrene (BeP) 192-97-2 n.d. n.d.  

Benzo[j]fluoranthene (BjF) 205-82-3 n.d. n.d.  

Chrysene (CHR) 218-01-9 n.d. n.d.  

Dibenz[a,h]anthracene (DBA) 53-70-3 n.d. n.d.  

Conclusion of EU 8 PAHs+ - Pass Pass  

Notes:  

n.d. = not detected 

Reporting Limit = 0,1 mg/kg 

 

Parameter CAS No. 

Permissible Limit 

Consumer 

Product 

Toy or 

Childcare 

Product 

Textile or 

Footwear 

product 

Benz[a]anthracene 56-55-3 1.0 0.5 1.0 

Benzo[b]fluoranthene / 

Benz[e]acephenanthrylene 
205-99-2 1.0 0.5 1.0 

Benzo[a]pyrene 50-32-8 1.0 0.5 1.0 

Benzo[e]pyrene 192-97-2 1.0 0.5 1.0 

Benzo[j]fluoranthene 205-82-3 1.0 0.5 1.0 

Benzo[k]fluoranthene 207-08-9 1.0 0.5 1.0 

Chrysene 218-01-9 1.0 0.5 1.0 

Dibenz[a,h]anthracene 53-70-3 1.0 0.5 1.0 

Remark: The Above Limit Was Quoted According To KKDIK. 
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Phthalates¹ 

Test Method: With reference to EN 14372:2004 Clause 6.3.2 – Analysis by GC-MS 

 Result (%) 

Component Cas No A2+A3+A4 A5+A6+A7 A8+A9+A10 

Dibutyl Phthalate (DBP) 84-74-2 n.d. n.d. n.d. 

Benzylbutyl Phthalate (BBP) 85-68-7 n.d. n.d. n.d. 

Bis-(2-ethylhexyl) Phthalate (DEHP) 117-81-7 n.d. n.d. n.d. 

Total (DBP+BBP+DEHP)  n.d. n.d. n.d. 

 Conclusion Pass Pass Pass 

   

Diisononyl Phthalate (DINP) 28553-12-0 n.d. n.d. n.d. 

Di-n-octyl Phthalate (DNOP) 117-84-0 n.d. n.d. n.d. 

Diisodecyl Phthalate (DIDP) 26761-40-0 n.d. n.d. n.d. 

Total (DINP+DNOP+DIDP)  n.d. n.d. n.d. 

 Conclusion Pass Pass Pass 

Note(s): n.d. = not detected 

 1% =10000 mg/kg 

  

Remark(s): The Below Limit Was Quoted According To KKDIK. 

  

Detection Limit = For DBP, BBP, DEHP and DNOP: 0,0030%, For DINP, DIDP: 0,0100% (for individual 
compound) 

  

Recommended Max. Limit(s)=  

 
 

0,1 % for Total (DBP+BBP+DEHP) For all childcare articles 
0,1 % for Total (DINP+DNOP+DIDP) For childcare articles if it can be placed in the mouth 
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Phthalates¹ 

Test Method: With reference to EN 14372:2004 Clause 6.3.2 – Analysis by GC-MS 

 Result (%) 

Component Cas No A11 A13+A14+A15 A16+A17+A18 

Dibutyl Phthalate (DBP) 84-74-2 n.d. n.d. n.d. 

Benzylbutyl Phthalate (BBP) 85-68-7 n.d. n.d. n.d. 

Bis-(2-ethylhexyl) Phthalate (DEHP) 117-81-7 n.d. n.d. n.d. 

Total (DBP+BBP+DEHP)  n.d. n.d. n.d. 

 Conclusion Pass Pass Pass 

   

Diisononyl Phthalate (DINP) 28553-12-0 n.d. n.d. n.d. 

Di-n-octyl Phthalate (DNOP) 117-84-0 n.d. n.d. n.d. 

Diisodecyl Phthalate (DIDP) 26761-40-0 n.d. n.d. n.d. 

Total (DINP+DNOP+DIDP)  n.d. n.d. n.d. 

 Conclusion Pass Pass Pass 

Note(s): n.d. = not detected 

 1% =10000 mg/kg 

  

Remark(s): The Below Limit Was Quoted According To KKDIK. 

  

Detection Limit = For DBP, BBP, DEHP and DNOP: 0,0030%, For DINP, DIDP: 0,0100% (for individual 
compound) 

  

Recommended Max. Limit(s)=  

 
0,1 % for Total (DBP+BBP+DEHP) For all childcare articles 
0,1 % for Total (DINP+DNOP+DIDP) For childcare articles if it can be placed in the mouth 
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Phthalates¹ 

Test Method: With reference to EN 14372:2004 Clause 6.3.2 – Analysis by GC-MS 

 Result (%) 

Component Cas No A19+A20 A21+A22  

Dibutyl Phthalate (DBP) 84-74-2 n.d. n.d.  

Benzylbutyl Phthalate (BBP) 85-68-7 n.d. n.d.  

Bis-(2-ethylhexyl) Phthalate (DEHP) 117-81-7 n.d. n.d.  

Total (DBP+BBP+DEHP)  n.d. n.d.  

 Conclusion Pass Pass  

   

Diisononyl Phthalate (DINP) 28553-12-0 n.d. n.d.  

Di-n-octyl Phthalate (DNOP) 117-84-0 n.d. n.d.  

Diisodecyl Phthalate (DIDP) 26761-40-0 n.d. n.d.  

Total (DINP+DNOP+DIDP)  n.d. n.d.  
 Conclusion Pass Pass  

Note(s): n.d. = not detected 

 1% =10000 mg/kg 

  

Remark(s): The Below Limit Was Quoted According To KKDIK. 

  

Detection Limit = For DBP, BBP, DEHP and DNOP: 0,0030%, For DINP, DIDP: 0,0100% (for individual 
compound) 

  

Recommended Max. Limit(s)=  

 
0,1 % for Total (DBP+BBP+DEHP) For all childcare articles 
0,1 % for Total (DINP+DNOP+DIDP) For childcare articles if it can be placed in the mouth 
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days.”  
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Directive 2009/48/EC and its Amendment Council Directive (EU) 2017/738, Commission Directive 

(EU) 2019/1922 - EN71-3: 2019 + A1:2021– Migration of certain elements1  

 
Category I: Dry, brittle, powder-like or pliable toy material  
 
Method : With reference to EN71-3: 2019 + A1:2021. Analysis of general elements was performed by 

ICP-MS/ ICP-OES. Chromium (III) was obtained by calculation, Chromium (VI) was analyzed 
by IC-UV/VIS / LC-ICP-MS.  

   

Test Item 

Result (mg/kg) 
Reportin
g Limit 
(mg/kg) 

Permissible Limit  
EN71-3: 2019 + 

A1:2021  
(mg/kg) 

 
A13 

 
A14 

 
A15 

 
A17 

 
A18 

Mass of trace amount (mg) -- -- -- -- -- -- -- 

Soluble Aluminium (Al) ND ND ND ND ND 50 2,250 

Soluble Antimony (Sb) ND ND ND ND ND 1 45 

Soluble Arsenic (As) ND ND ND ND ND 0.5 3.8 

Soluble Barium (Ba) ND ND ND ND ND 50 1,500 

Soluble Boron (B) ND ND ND ND ND 50 1,200 

Soluble Cadmium (Cd) ND ND ND ND ND 0.1 1.3 

Soluble Chromium (III) (Cr (III)) ND ND ND ND ND 5 37.5 

Soluble Chromium (VI) (Cr (VI)) ND ND ND ND ND 0.01 0.02 

Soluble Cobalt (Co) ND ND ND ND ND 0.5 10.5 

Soluble Copper (Cu) ND ND ND ND ND 50 622.5 

Soluble Lead (Pb) ND ND ND ND ND 0.5 2.0 

Soluble Manganese  (Mn) ND ND ND ND ND 50 1,200 

Soluble Mercury (Hg) ND ND ND ND ND 0.5 7.5 

Soluble Nickel (Ni) ND ND ND ND ND 10 75 

Soluble Selenium (Se) ND ND ND ND ND 5 37.5 

Soluble Strontium (Sr) ND ND ND ND ND 50 4,500 

Soluble Tin (Sn) ND ND ND ND ND 0.36 15,000 

Soluble Organic Tin^ -- -- -- -- -- -- -- 0.9 

Soluble Zinc (Zn) ND  ND  ND  ND  ND  50 3,750 

 Conclusion  PASS PASS PASS PASS PASS -- -- 
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Note : -  mg/kg = milligram per kilogram 

-  ND = Not Detected 
-  1% = 10000 mg/kg = 10000 ppm 

 
-  ^ The test result of soluble organic tin was derived from soluble tin screening and then 

confirmation test for soluble organic tin on component exceeding the screening limit of 0.36 
mg/kg soluble Sn. 

 
- Soluble Chromium (III) = Soluble Total Chromium – Soluble Chromium (VI)  
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Directive 2009/48/EC and its Amendment Council Directive (EU) 2017/738, Commission Directive 

(EU) 2019/1922 - EN71-3: 2019 + A1:2021– Migration of certain elements1  

 
Category I: Dry, brittle, powder-like or pliable toy material  
 
Method : With reference to EN71-3: 2019 + A1:2021. Analysis of general elements was performed by 

ICP-MS/ ICP-OES. Chromium (III) was obtained by calculation, Chromium (VI) was analyzed 
by IC-UV/VIS / LC-ICP-MS.  

   

Test Item 

Result (mg/kg) 
Reportin
g Limit 
(mg/kg) 

Permissible 
Limit  

EN71-3: 2019 + 
A1:2021  
(mg/kg) 

 
A19 

 
A20 

 
A21 

 
A22 

 
 

Mass of trace amount (mg) -- -- -- -- -- -- 

Soluble Aluminium (Al) ND ND ND ND 50 2,250 

Soluble Antimony (Sb) ND ND ND ND 1 45 

Soluble Arsenic (As) ND ND ND ND 0.5 3.8 

Soluble Barium (Ba) ND ND 138 ND 50 1,500 

Soluble Boron (B) ND ND ND ND 50 1,200 

Soluble Cadmium (Cd) ND ND ND ND 0.1 1.3 

Soluble Chromium (III) (Cr (III)) ND ND ND ND 5 37.5 

Soluble Chromium (VI) (Cr (VI)) ND ND ND ND 0.01 0.02 

Soluble Cobalt (Co) ND ND ND ND 0.5 10.5 

Soluble Copper (Cu) ND ND ND ND 50 622.5 

Soluble Lead (Pb) ND ND ND ND 0.5 2.0 

Soluble Manganese  (Mn) ND ND ND ND 50 1,200 

Soluble Mercury (Hg) ND ND ND ND 0.5 7.5 

Soluble Nickel (Ni) ND ND ND ND 10 75 

Soluble Selenium (Se) ND ND ND ND 5 37.5 

Soluble Strontium (Sr) 2048 ND 191 ND 50 4,500 

Soluble Tin (Sn) ND ND ND ND 0.36 15,000 

Soluble Organic Tin^ -- -- -- -- -- -- 0.9 

Soluble Zinc (Zn) ND  ND  ND  ND  50 3,750 

 Conclusion  PASS PASS PASS PASS -- -- 
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Note : -  mg/kg = milligram per kilogram 

-  ND = Not Detected 
-  1% = 10000 mg/kg = 10000 ppm 

 
-  ^ The test result of soluble organic tin was derived from soluble tin screening and then 

confirmation test for soluble organic tin on component exceeding the screening limit of 0.36 
mg/kg soluble Sn. 

 
- Soluble Chromium (III) = Soluble Total Chromium – Soluble Chromium (VI)  
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Directive 2009/48/EC and its Amendment Council Directive (EU) 2017/738, Commission Directive 

(EU) 2019/1922 - EN71-3: 2019 + A1:2021– Migration of certain elements1  

 
Category I: Dry, brittle, powder-like or pliable toy material 
 
Method : With reference to EN71-3: 2019 + A1:2021. Analysis of general elements was performed by 

ICP-MS/ ICP-OES. Chromium (III) was obtained by calculation, Chromium (VI) was analyzed 
by LC-ICP-MS. Organic Tin was analyzed by GC-MS.     

   

Test Item 

Result (mg/kg) 
Reporting 

Limit 
(mg/kg) 

Permissible Limit  
EN71-3: 2019 + 

A1:2021  
(mg/kg)  

A16 

Mass of trace amount (mg) -- -- -- 

Soluble Aluminium (Al) ND 50 2,250 

Soluble Antimony (Sb) ND 1 45 

Soluble Arsenic (As) ND 0.5 3.8 

Soluble Barium (Ba) ND 50 1,500 

Soluble Boron (B) ND 50 1,200 

Soluble Cadmium (Cd) ND 0.1 1.3 

Soluble Chromium (III) (Cr (III)) ND 5 37.5 

Soluble Chromium (VI) (Cr (VI)) ND 0.01 0.02 

Soluble Cobalt (Co) ND 0.5 10.5 

Soluble Copper (Cu) ND 50 622.5 

Soluble Lead (Pb) ND 0.5 2.0 

Soluble Manganese  (Mn) ND 50 1,200 

Soluble Mercury (Hg) ND 0.5 7.5 

Soluble Nickel (Ni) ND 10 75 

Soluble Selenium (Se) ND 5 37.5 

Soluble Strontium (Sr) ND 50 4,500 

Soluble Tin (Sn) ND 0.36 15,000 

Soluble Organic Tin -- See below table  -- 0.9 

Soluble Zinc (Zn) ND  50 3,750  

 Conclusion  PASS -- -- 
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Test Item(s) 

Soluble Organic Tin 
Result(s) (mg/kg) 

MDL (mg/kg) 

A16  

Methyl tin (MeT) ND 0.135 

Dimethyl tin (DMT) ND 0.135 

Di-n-propyl tin (DProT) ND 0.135 

Butyl tin (BuT) ND 0.135 

Dibutyl tin (DBT) ND 0.135 

Tributyl tin (TBT) ND 0.135 

n-Octyl tin (MOT) ND 0.135 

Di-n-octyl tin (DOT) ND 0.135 

Tetrabutyl tin (TeBT) ND 0.135 

Diphenyl tin (DPhT) ND 0.135 

Triphenyl tin (TPhT) ND 0.135 

  
 
Note : -  mg/kg = milligram per kilogram 

-  ND = Not Detected 
-  1% = 10000 mg/kg = 10000 ppm 

 
 

- Soluble Chromium (III) = Soluble Total Chromium – Soluble Chromium (VI) 
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Directive 2009/48/EC and its Amendment Council Directive (EU) 2017/738, Commission Directive 

(EU) 2019/1922 - EN71-3: 2019 + A1:2021– Migration of certain elements1  

  
Category III: Scrapped-off toy material 
 
Method : With reference to EN71-3:2019 + A1:2021. Analysis of general elements was performed by 

ICP-MS/ ICP-OES.    
 

Test Item 
Result (mg/kg) 

Reporting 

Limit 

(mg/kg) 

Permissible Limit  
EN71-3: 2019 + 

A1:2021  
(mg/kg) 

A1 A2 A3 
  

Mass of trace amount (mg) -- -- -- -- -- 

Soluble Aluminium (Al) ND ND  ND  50 28,130 

Soluble Antimony (Sb) ND ND ND 10 560 

Soluble Arsenic (As) ND ND ND 10 47 

Soluble Barium (Ba) ND ND ND 50 18,750 

Soluble Boron (B) ND ND ND 50 15,000 

Soluble Cadmium (Cd) ND ND ND 5 17 

Soluble Chromium  (Cr) ND ND ND 0.02 -- 

Soluble Chromium (III)# (Cr (III)) -- -- -- -- 460 

Soluble Chromium (VI)# (Cr (VI)) -- -- -- -- 0.053 

Soluble Cobalt (Co) ND ND ND 10 130 

Soluble Copper (Cu) ND ND ND 50 7,700 

Soluble Lead (Pb) ND ND ND 10 23 

Soluble Manganese  (Mn) ND ND ND 50 15,000 

Soluble Mercury (Hg) ND ND ND 10 94 

Soluble Nickel (Ni) ND ND ND 10 930 

Soluble Selenium (Se) ND ND ND 10 460 

Soluble Strontium (Sr) ND ND ND 50 56,000 

Soluble Tin (Sn) ND ND ND 4.9 180,000 

Soluble Organic Tin^ -- -- -- -- -- 12 

Soluble Zinc (Zn) ND 158 124 50 46,000 

Conclusion PASS PASS PASS -- -- 
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Note : -  mg/kg = milligram per kilogram 
-  ND = Not Detected 
-  1% = 10000 mg/kg = 10000 ppm 

 
- # The test result of soluble chromium (III) and chromium (VI) were derived from soluble 

chromium screening and then confirmation test for soluble chromium (III) and soluble 
Chromium (VI) on component with soluble chromium exceeding the screening limit of 0.02 
mg/kg soluble Cr. 
 

-  ^ The test result of soluble organic tin was derived from soluble tin screening and then 
confirmation test for soluble organic tin on component exceeding the screening limit of 4.9 
mg/kg soluble Sn. 
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Directive 2009/48/EC and its Amendment Council Directive (EU) 2017/738, Commission Directive 

(EU) 2019/1922 - EN71-3: 2019 + A1:2021– Migration of certain elements1  

  
Category III: Scrapped-off toy material 
 
Method : With reference to EN71-3:2019 + A1:2021. Analysis of general elements was performed by 

ICP-MS/ ICP-OES.    
 

Test Item 
Result (mg/kg) 

Reporting 

Limit 

(mg/kg) 

Permissible Limit  
EN71-3: 2019 + 

A1:2021  
(mg/kg) 

A4 A5 A6 
  

Mass of trace amount (mg) -- -- -- -- -- 

Soluble Aluminium (Al) ND ND  ND  50 28,130 

Soluble Antimony (Sb) ND ND ND 10 560 

Soluble Arsenic (As) ND ND ND 10 47 

Soluble Barium (Ba) ND ND ND 50 18,750 

Soluble Boron (B) ND ND ND 50 15,000 

Soluble Cadmium (Cd) ND ND ND 5 17 

Soluble Chromium  (Cr) ND ND ND 0.02 -- 

Soluble Chromium (III)# (Cr (III)) -- -- -- -- 460 

Soluble Chromium (VI)# (Cr (VI)) -- -- -- -- 0.053 

Soluble Cobalt (Co) ND ND ND 10 130 

Soluble Copper (Cu) ND ND ND 50 7,700 

Soluble Lead (Pb) ND ND ND 10 23 

Soluble Manganese  (Mn) ND ND ND 50 15,000 

Soluble Mercury (Hg) ND ND ND 10 94 

Soluble Nickel (Ni) ND ND ND 10 930 

Soluble Selenium (Se) ND ND ND 10 460 

Soluble Strontium (Sr) ND ND ND 50 56,000 

Soluble Tin (Sn) ND ND ND 4.9 180,000 

Soluble Organic Tin^ -- -- -- -- -- 12 

Soluble Zinc (Zn) 216 225 174 50 46,000 

Conclusion PASS PASS PASS -- -- 
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Note : -  mg/kg = milligram per kilogram 

-  ND = Not Detected 
-  1% = 10000 mg/kg = 10000 ppm 

 
- # The test result of soluble chromium (III) and chromium (VI) were derived from soluble 

chromium screening and then confirmation test for soluble chromium (III) and soluble 
Chromium (VI) on component with soluble chromium exceeding the screening limit of 0.02 
mg/kg soluble Cr. 
 

-  ^ The test result of soluble organic tin was derived from soluble tin screening and then 
confirmation test for soluble organic tin on component exceeding the screening limit of 4.9 
mg/kg soluble Sn. 
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Directive 2009/48/EC and its Amendment Council Directive (EU) 2017/738, Commission Directive 

(EU) 2019/1922 - EN71-3: 2019 + A1:2021– Migration of certain elements1  

  
Category III: Scrapped-off toy material 
 
Method : With reference to EN71-3:2019 + A1:2021. Analysis of general elements was performed by 

ICP-MS/ ICP-OES.    
 

Test Item 
Result (mg/kg) 

Reporting 

Limit 

(mg/kg) 

Permissible Limit  
EN71-3: 2019 + 

A1:2021  
(mg/kg) 

A7 A8 A9 
  

Mass of trace amount (mg) -- -- -- -- -- 

Soluble Aluminium (Al) ND ND  ND  50 28,130 

Soluble Antimony (Sb) ND ND ND 10 560 

Soluble Arsenic (As) ND ND ND 10 47 

Soluble Barium (Ba) ND ND ND 50 18,750 

Soluble Boron (B) ND ND ND 50 15,000 

Soluble Cadmium (Cd) ND ND ND 5 17 

Soluble Chromium  (Cr) ND ND ND 0.02 -- 

Soluble Chromium (III)# (Cr (III)) -- -- -- -- 460 

Soluble Chromium (VI)# (Cr (VI)) -- -- -- -- 0.053 

Soluble Cobalt (Co) ND ND ND 10 130 

Soluble Copper (Cu) ND ND ND 50 7,700 

Soluble Lead (Pb) ND ND ND 10 23 

Soluble Manganese  (Mn) ND ND ND 50 15,000 

Soluble Mercury (Hg) ND ND ND 10 94 

Soluble Nickel (Ni) ND ND ND 10 930 

Soluble Selenium (Se) ND ND ND 10 460 

Soluble Strontium (Sr) ND ND ND 50 56,000 

Soluble Tin (Sn) ND ND ND 4.9 180,000 

Soluble Organic Tin^ -- -- -- -- -- 12 

Soluble Zinc (Zn) 226 217 145 50 46,000 

Conclusion PASS PASS PASS -- -- 
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Note : -  mg/kg = milligram per kilogram 
-  ND = Not Detected 
-  1% = 10000 mg/kg = 10000 ppm 

 
- # The test result of soluble chromium (III) and chromium (VI) were derived from soluble 

chromium screening and then confirmation test for soluble chromium (III) and soluble 
Chromium (VI) on component with soluble chromium exceeding the screening limit of 0.02 
mg/kg soluble Cr. 
 

-  ^ The test result of soluble organic tin was derived from soluble tin screening and then 
confirmation test for soluble organic tin on component exceeding the screening limit of 4.9 
mg/kg soluble Sn. 
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Directive 2009/48/EC and its Amendment Council Directive (EU) 2017/738, Commission Directive 

(EU) 2019/1922 - EN71-3: 2019 + A1:2021– Migration of certain elements1  

  
Category III: Scrapped-off toy material 
 
Method : With reference to EN71-3:2019 + A1:2021. Analysis of general elements was performed by 

ICP-MS/ ICP-OES.    
 

Test Item 
Result (mg/kg) 

Reporting 

Limit 

(mg/kg) 

Permissible Limit  
EN71-3: 2019 + 

A1:2021  
(mg/kg) 

A10 A11 A23 A24 
  

Mass of trace amount (mg) -- -- -- -- -- -- 

Soluble Aluminium (Al) ND ND  ND  ND  50 28,130 

Soluble Antimony (Sb) ND ND ND ND 10 560 

Soluble Arsenic (As) ND ND ND ND 10 47 

Soluble Barium (Ba) ND ND ND ND 50 18,750 

Soluble Boron (B) ND ND ND ND 50 15,000 

Soluble Cadmium (Cd) ND ND ND ND 5 17 

Soluble Chromium  (Cr) ND ND ND ND 0.02 -- 

Soluble Chromium (III)# (Cr (III)) -- -- -- -- -- 460 

Soluble Chromium (VI)# (Cr (VI)) -- -- -- -- -- 0.053 

Soluble Cobalt (Co) ND ND ND ND 10 130 

Soluble Copper (Cu) ND ND ND ND 50 7,700 

Soluble Lead (Pb) ND ND ND ND 10 23 

Soluble Manganese  (Mn) ND ND ND ND 50 15,000 

Soluble Mercury (Hg) ND ND ND ND 10 94 

Soluble Nickel (Ni) ND ND ND ND 10 930 

Soluble Selenium (Se) ND ND ND ND 10 460 

Soluble Strontium (Sr) ND ND ND ND 50 56,000 

Soluble Tin (Sn) ND ND ND ND 4.9 180,000 

Soluble Organic Tin^ -- -- -- -- -- -- 12 

Soluble Zinc (Zn) 135 148 ND ND 50 46,000 

Conclusion PASS PASS PASS PASS -- -- 
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Note : -  mg/kg = milligram per kilogram 
-  ND = Not Detected 
-  1% = 10000 mg/kg = 10000 ppm 

 
- # The test result of soluble chromium (III) and chromium (VI) were derived from soluble 

chromium screening and then confirmation test for soluble chromium (III) and soluble 
Chromium (VI) on component with soluble chromium exceeding the screening limit of 0.02 
mg/kg soluble Cr. 
 

-  ^ The test result of soluble organic tin was derived from soluble tin screening and then 
confirmation test for soluble organic tin on component exceeding the screening limit of 4.9 
mg/kg soluble Sn. 
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Flame Retardants¹ 

Test Method: With reference to ISO 17881-1:2016 and ISO 17881-2:2016 - Analysis by GC-MS, 
LC-MS and GC-NPD/MS 

  

Component Cas No 
A1  A2+A3+A4 A5+A6+A7 A8+A9+ 

A10 

A11 

Tris(2-chloroethyl) Phosphate (TCEP) 115-96-8 n.d. n.d. n.d. n.d. n.d. 

Tris(1,3-dichloro-2-propyl) Phosphate 
(TDCPP) 

13674-87-8 
n.d. n.d. n.d. n.d. n.d. 

Tris(1-chloro-2-propyl) Phosphate (TCPP) 13674-84-5 n.d. n.d. n.d. n.d. n.d. 

 Conclusion Pass Pass Pass Pass Pass 
   

Note(s):  

n.d. =  not detected  
Reporting Limit = 0,1 mg/kg 

Requirement by the client= 5 ppm each 

 
 

 
 

Flame Retardants¹ 

Test Method: With reference to ISO 17881-1:2016 and ISO 17881-2:2016 - Analysis by GC-MS, 
LC-MS and GC-NPD/MS 

  

Component Cas No 
A13+A14+

A15 

A16+A17+

A18 

A19+A20 A21+A22 A23+A24 

Tris(2-chloroethyl) Phosphate (TCEP) 115-96-8 n.d. n.d. n.d. n.d. n.d. 

Tris(1,3-dichloro-2-propyl) Phosphate 
(TDCPP) 

13674-87-8 
n.d. n.d. n.d. n.d. n.d. 

Tris(1-chloro-2-propyl) Phosphate (TCPP) 13674-84-5 n.d. n.d. n.d. n.d. n.d. 

 Conclusion Pass Pass Pass Pass Pass 
   

Note(s):  

n.d. =  not detected  
Reporting Limit = 0,1 mg/kg 

Requirement by the client= 5 ppm each 
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Monomers (Migration) – Bisphenol A1 

Test Method: With reference to EN 71-9:2005 + A1:2007 and EN 71-10:2005 and EN 71-11:2005 – Analysis by HPLC-DAD 
& UV-VIS Spectrophotometer 

Component Cas No A1 A12 A13 A14 A15 

Bisphenol A 80-05-7 n.d. n.d. n.d. n.d. n.d. 

  Conclusion Pass Pass Pass Pass Pass 

Note(s):  

  

 

Detection Limit Recommended Max. Limit 

 0,040 mg/L 0,040 mg/L 

 
 

Monomers (Migration) – Bisphenol A1 

Test Method: With reference to EN 71-9:2005 + A1:2007 and EN 71-10:2005 and EN 71-11:2005 – Analysis by HPLC-DAD 
& UV-VIS Spectrophotometer 

Component Cas No A16 A17 A18 A19 A20 

Bisphenol A 80-05-7 n.d. n.d. n.d. n.d. n.d. 

  Conclusion Pass Pass Pass Pass Pass 

Note(s):  

  

 

Detection Limit Recommended Max. Limit 

 0,040 mg/L 0,040 mg/L 

 
 

Monomers (Migration) – Bisphenol A1 

Test Method: With reference to EN 71-9:2005 + A1:2007 and EN 71-10:2005 and EN 71-11:2005 – Analysis by HPLC-DAD 
& UV-VIS Spectrophotometer 

Component Cas No A21 A22 A25 A26 A27 

Bisphenol A 80-05-7 n.d. n.d. n.d. n.d. n.d. 

  Conclusion Pass Pass Pass Pass Pass 

Note(s):  

  

 

Detection Limit Recommended Max. Limit 

 0,040 mg/L 0,040 mg/L 
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Monomers (Migration) – Bisphenol A1 

Test Method: With reference to EN 71-9:2005 + A1:2007 and EN 71-10:2005 and EN 71-11:2005 – Analysis by HPLC-DAD 
& UV-VIS Spectrophotometer 

Component Cas No A28 A29 A30 A31 A32 

Bisphenol A 80-05-7 n.d. n.d. n.d. n.d. n.d. 

  Conclusion Pass Pass Pass Pass Pass 

Note(s):  

  

 

Detection Limit Recommended Max. Limit 

 0,040 mg/L 0,040 mg/L 

 
 
 

Monomers (Migration) – Bisphenol A1 

Test Method: With reference to EN 71-9:2005 + A1:2007 and EN 71-10:2005 and EN 71-11:2005 – Analysis by HPLC-DAD 
& UV-VIS Spectrophotometer 

Component Cas No A33 A34    

Bisphenol A 80-05-7 n.d. n.d.    

  Conclusion Pass Pass    

Note(s):  

  

 

Detection Limit Recommended Max. Limit 

 0,040 mg/L 0,040 mg/L 
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Monomers (Migration) – Phenol1 

Test Method: With reference to EN 71-9:2005 + A1:2007 and EN 71-10:2005 and EN 71-11:2005 - Analysis by HPLC-DAD 

& UV-VIS spectrophotometer 

Component Cas No A1 A12 A13 A14 A15 

Phenol  108-95-2 n.d. n.d. n.d. n.d. n.d. 
  Conclusion Pass Pass Pass Pass Pass 

Note(s):   

  

 Detection Limit Recommended Max. Limit 

 1 mg/L 5 mg/L 

 

 
 

Monomers (Migration) – Phenol1 

Test Method: With reference to EN 71-9:2005 + A1:2007 and EN 71-10:2005 and EN 71-11:2005 - Analysis by HPLC-DAD 

& UV-VIS spectrophotometer 

Component Cas No A16 A17 A18 A19 A20 

Phenol  108-95-2 n.d. n.d. n.d. n.d. n.d. 
  Conclusion Pass Pass Pass Pass Pass 

Note(s):   

  

 Detection Limit Recommended Max. Limit 

 1 mg/L 5 mg/L 

 

 
 

Monomers (Migration) – Phenol1 

Test Method: With reference to EN 71-9:2005 + A1:2007 and EN 71-10:2005 and EN 71-11:2005 - Analysis by HPLC-DAD 

& UV-VIS spectrophotometer 

Component Cas No A21 A22 A25 A26 A27 

Phenol  108-95-2 n.d. n.d. n.d. n.d. n.d. 

  Conclusion Pass Pass Pass Pass Pass 

Note(s):   

  

 Detection Limit Recommended Max. Limit 

 1 mg/L 5 mg/L 
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Monomers (Migration) – Phenol1 

Test Method: With reference to EN 71-9:2005 + A1:2007 and EN 71-10:2005 and EN 71-11:2005 - Analysis by HPLC-DAD 

& UV-VIS spectrophotometer 

Component Cas No A28 A29 A30 A31 A32 

Phenol  108-95-2 n.d. n.d. n.d. n.d. n.d. 

  Conclusion Pass Pass Pass Pass Pass 

Note(s):   

  

 Detection Limit Recommended Max. Limit 

 1 mg/L 5 mg/L 

 

 
 
 
 
 
 

Monomers (Migration) – Phenol1 

Test Method: With reference to EN 71-9:2005 + A1:2007 and EN 71-10:2005 and EN 71-11:2005 - Analysis by HPLC-DAD 

& UV-VIS spectrophotometer 

Component Cas No A33 A34    

Phenol  108-95-2 n.d. n.d.    
  Conclusion Pass Pass    

Note(s):   

  

 Detection Limit Recommended Max. Limit 

 1 mg/L 5 mg/L 
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European Standard on Safety of Toys 
 

 
Mechanical and Physical Properties1 

 

Test Method: BS EN 71-1: 2014 + A1:2018  

A   

CLAUSE DESCRIPTION RESULT 

4 GENERAL REQUIREMENTS 

4.1 Material Pass 

4.7 Edges Pass 

4.8 Points and Metallic  Wires Pass 

5 TOYS INTENDED FOR CHILDREN UNDER 36 MONTHS   

5.1 General Requirements Pass 

a)Before abuse tests-small part Pass 

7 WARNINGS, MARKINGS AND INSTRUCTIONS FOR USE 

Remark 1: All information should be given in the national language of country where the toy is to 
be sold. (Evaluated Language: Turkish) 

See Remark 1 

7.1 General  Pass  

 
  

 
Flammability of Toys¹ 

 

Test Method:  BS EN 71- 2: 2020 

A   

CLAUSE DESCRIPTION RESULT 

4 GENERAL REQUIREMENTS 

4.1 a) Cellulose Nitrate Control Pass 

   

This report details the clauses appropriate to this item. Those clauses not referred to were considered not applicable. 

This report details the clauses appropriate to this item. Those clauses not referred to were considered not applicable. 
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Labeling requirement (Washing/Cleaning instruction, CE mark, importer / manufacturer name and address, product 
identification) according to the Directive 2009/48/EC – Safety of toys 

Summary table  

- Observation Result Location 

Washing/Cleaning instruction Absent -  

CE mark Present  Packaging 

Importer’s Name & Address Present Packaging 

Manufacturer’s Name & Address Present Packaging 

Product ID Present  Packaging 

Not/ Note: 
1)  According to Directive 2009/48/EC, a toy intended for use by children under 36 months must be designed and 
manufactured in such a way that it can be cleaned. A textile toy must, to this end, be washable, except if it contains 
a mechanism that may be damaged if soak washed. The manufacturer should, if applicable, provide instructions on 
how the toy has to be cleaned. 
 
2) CE marking should be visible from outside the packaging and its height must be at least 5mm.   
 
3 ) Manufacturer’s and Importer’s name, registered trade name or registered trade mark and the address at which 
the manufacturer can be contacted must be indicated on the toy or, where that is not possible, on its packaging or in 
a document accompanying the toy. 
 
4 ) Manufacturers must ensure that their toys bear a type, batch, serial or model number or other element allowing 
their identification, or where the size or nature of the toy does not allow it, that the required information is provided on 
the packaging or in a document accompanying the toy. 
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