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CHIARA ORRU 
CARIOCA S.P.A 
VIA VERGA 40 TER 10036 SETTIMO T.SE(TORINO)ITALY 

Sample Description: BABY BRUSH 
Vendor: N/A Sample Quantity: N/A 
Manufacturer: N/A Style No(s): 43172 
Buyer: N/A SKN/SKU No.: N/A 
Labeled Age Grade: N/A PO No.: N/A 
Appropriate Age Grade: N/A Ref #: N/A 
Client Specified Age 
Grade: 

2+ Country of Origin: CHINA 

Tested Age Grade: N/A Assortment No.: N/A 
UPC Code: N/A Country of Destination: N/A 

EXECUTIVE SUMMARY: 

The test component(s) MEETS the following requirement(s): 

- The migration of certain elements in toy material requirements of the European Standard, “Safety of Toys” EN 71
Part 3: 2019+A1:2021.

- The benzene content requirement in toys or parts of toys of the European Regulation (EC) No. 1907/2006 of the
Registration, Evaluation, Authorisation and Restriction of Chemicals (REACH), Annex XVII concerning the
Restrictions on the manufacture, placing on the market and use of certain dangerous substances, preparations
and articles, Item 5, Point 1.

- Free and Hydrolyzed Formaldehyde Content in Textiles
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NOTE: 

1. With the client's prior consent,all the testing are subcontracted to BV SHANGHAI.
2. No applicable component was present on the received sample(s). Consequently,  The polycyclic aromatic
hydrocarbons (PAHs) content requirement of European Regulation (EC) No. 1907/2006 REACH Annex XVII,
Item no. 50, Paragraph 5 and 6, was not conducted.
3. No applicable component was present on the received sample(s). Consequently,  the short chain chlorinated
paraffins (SCCPs) content requirement of the European Parliament and Council Regulation (EU) 2019/1021 on
Persistent Organic Pollutants (POPs) (recast), was not conducted.
4. No applicable component was present on the received sample(s). Consequently,  the short chain chlorinated
paraffins (SCCPs) content requirement of the European Parliament and Council Regulation (EU) 2019/1021 on
Persistent Organic Pollutants (POPs) (recast), was not conducted.
5. No applicable component was present on the received sample(s). Consequently, Bisphenols Content was
not conducted.
6. No applicable component was present on the received sample(s). Consequently, The free and hydrolyzed
formaldehyde content  was not conducted.

BVCPS (Shanghai) Nanjing branch contact information for this report 

Technical Questions: 

Nick Qi            025-52076002, E-mail: Nick.Qi@bureauveritas.com  

Concerns About Billing and General Inquires: 

Rita Zhang      025-52076026, E-mail: Rita-Jm.Zhang@bureauveritas.com  

BUREAU VERITAS 
CONSUMER PRODUCTS SERVICES (SHANGHAI) 
NANJING BRANCH 

SAM XIA 
CHEMICAL SUPERVISOR 
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Tested component(s) breakdown list 

Sample Identity Color Location Style 

A. Silver/blue coating on wood / / 

B. White fabric Bristles / 
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Migration of Certain Elements - European Parliament and Council Directive 2009/48/EC, Annex II, Part III, Point 
13 with its Latest Amendment 

Method: : European Standard EN 71 Part 3: 2019+A1:2021 

See Soluble Element 
(Parameter) and its 

corresponding Maximum 
Allowable Limit (Req.) in 

Result Table 

Category I Dry, brittle, powder-like or pliable toy material 

Category II Liquid or sticky toy material 

Category III Scraped-off toy material 

Parameter Unit 
Detection 

Limit 

Result 
Limit 

A. B. - - - - 

Category I - - - - - - - - - 

Boron(B) mg/kg 120 ND ND - - - - 1200 

Aluminum(Al) mg/kg 225 ND ND - - - - 2250 

Chromium III (Cr III ) mg/kg 3.75 ND ND - - - - 37.5 

Chromium VI (Cr VI ) mg/kg 0.005 ND ND - - - - 0.02 

Manganese(Mn) mg/kg 120 ND ND - - - - 1200 

Cobalt(Co) mg/kg 1.05 ND ND - - - - 10.5 

Nickel(Ni) mg/kg 7.5 ND ND - - - - 75 

Copper(Cu) mg/kg 62.25 ND ND - - - - 622.5 

Zinc(Zn) mg/kg 375 ND ND - - - - 3750 

Arsenic(As) mg/kg 0.38 ND ND - - - - 3.8 

Selenium(Se) mg/kg 3.75 ND ND - - - - 37.5 

Strontium(Sr) mg/kg 450 ND ND - - - - 4500 

Cadmium(Cd) mg/kg 0.13 ND ND - - - - 1.3 

Tin(Sn) mg/kg 1500 ND ND - - - - 15000 

Organic tin compounds(OT) mg/kg 0.09 ND ND - - - - 0.9 

Antimony(Sb) mg/kg 4.5 ND ND - - - - 45 

Barium(Ba) mg/kg 150 ND ND - - - - 1500 

Mercury(Hg) mg/kg 0.75 ND ND - - - - 7.5 

Lead(Pb) mg/kg 0.2 ND ND - - - - 2.0 

Conclusion - - PASS PASS - - - - -
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Note / Key : 
ND = Not detected “>” = Greater than Req. = Requirement 

NR = Not requested g = gram(s) 

mg/kg = milligram(s) per kilogram = ppm = part(s) per million 

Remark: 

□If combined Cr content exceeds 0.02mg/kg in I mat., 0.005 mg/kg in II mat., or 0.053mg/kg in III mat., confirmation
Cr(VI) by IC-ICP-MS or IC-UV/VIS. Cr(III)=Combined Cr – Cr(VI)
□Result(s) of organic tin was (were) calculated by assuming the soluble tin content was wholly contributed from
tributyltin (TBT) cation unless further specified.
□The pH measured shall be reported after migration if it was outside the range of 1.1 to 1.3.

BENZENE CONTENT IN TOYS OR PARTS OF TOYS (European Regulation (EC) No. 1907/2006 REACH 
Annex XVII, Item 5, Point 1) 

Test Parameter Benzene 

Maximum concentration in the free state: 5 mg/kg 

Test Component Result Conclu
sion 

Color / Component Location Style No. (mg/kg) 

A / / LT 1 Pass 

B / / LT 1 Pass 

LT  =  Less than mg/kg  =  milligram per kilogram 
ND = None Detected 

Free and Hydrolyzed Formaldehyde Content in Textiles

Test Method : International Standard ISO 14184-1: 2011. 

Test Item(s) Result Unit Conclusion 

B ND mg/kg PASS 

Note / Key : 

ND = Not detected “>” = Greater than 
mg/kg = milligram(s) per 
kilogram 
Detection Limit (mg/kg) : 16 

Remark : 

- Result(s) was (were) reported from the average of two trials.
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EXHIBIT 

--------------------------------------------------End The Report--------------------------------------------------




